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Sample Ft. Sample Ft

WS-1 PCP-0.02 ppb * PS-F
Creosote-0.04 ppm

WS-2 PCP-1.34 ppb
Creosote-1.605 ppm

WS-3 PCP-0.03 ppb
Creosote-0.439 ppm

WS-4 PCP-0.02 ppb
Creosote-0.466 ppm

WS-5 PCP-0.69 ppb
Creosote-0.011

SS-1 PCP-0.03 ppb
Creosote-0.501 ppm

SS-2 PCP-25.74 ppb
Creosote-0.648 ppm

SS-3-———- PCP-0.22 ppb
Creosote-<0.001 ppm

SS-4 PCP-27.00 ppb .
Creosote—1.769 ppm

SS-5 PCP-0.01 ppb
Creosote-0.165 ppm

SS-6 PCP-0.26 ppb
Creosote-0.308 ppm

FWP-1 PCP-0.01 ppb
Creosote-0.387

PS-A PCP-7.25 ppb
Creosote-29.516 ppm

PS-B * PCP-1.78 ppb
Creosote-9.609

PS-C PCP-0.62 ppb
Creosote-48.235 ppm

PS-D PCP-66.06 ppb
Creosote-0.654 ppm

PS-E PCP-22.26 ppb
Creosote-70.722 ppm
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